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Table 2.1:  Photographs and LM-micrographs of the samples 1 and 2 after ageing in salt 
 spray chamber 

Sample Photographs LM-micrographs 

Sample 
1 

(24 h) 

 

 

 

 

Sample 
2 

(48 h) 
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Table 2.2:  Photographs and LM-micrographs of the samples 3 and 4 after ageing in salt 
 spray chamber 

Sample Photographs LM-micrographs 

Sample 
3 

(72 h) 

 

 

 

 

Sample 
4 

(96 h) 
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Table 2.3:  Photographs and LM-micrographs of the samples 5 and 6 after ageing in salt 
 spray chamber 

Sample Photographs LM-micrographs 

Sample 
5 

(120 h) 

 

 

 

 

Sample 
6 

(144 h) 
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Table 2.4:  Photographs and LM-micrographs of the samples 7 and 8 after ageing in salt 
 spray chamber 

Sample Photographs LM-micrographs 

Sample 
7 

(72 h) 

 

 

 

 

Sample 
8 

(144 h) 

 

 

 

 

 
 

Corrosion 
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Table 2.5:  Photographs and LM-micrographs of the sample 6 after ageing in salt spray 
 chamber - halved sample  

Sample Photographs LM-micrographs 

Sample 
6 

(144 h) 

1. Half 

    

    

    

 
 
 
 
 
 
 
 
 
 
 
 
 
 



Appendix 2 to Report  
W - 21 - 09 - 0629 

K:\21_GJ\Ber_Wos\09\0629\Bericht englisch\Tikal\0629app2.doc Page 7 of 9 
CTS Automotive Dortmund – Tel.: 0231 9742 3700, E-Mail: olaf.guennewig@sgs.com 

 
 
Table 2.5 continued 

Sample Photographs and LM-micrographs 

Sample 
6 

(144 h) 

2. Half 
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Table 2.7:  Photographs and LM-micrographs of the sample 6 after ageing in salt spray 
 chamber - halved sample 

Sample Photographs and LM-micrographs 

Sample 
8 

(144 h) 

1. Half 

    

    

    

 
 
 
 
 
 
 
 
 
 
 
 
 
 

Corrosion 
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Table 2.6 continued 

Sample Photographs and LM-micrographs 

Sample 
8 

(144 h) 

2. Half 

    

    

    

 
 

Corrosion 


